Table 1: Sample Collection Information and Validated Analytical Data Summary
Puerto Rico Olefins Asbestos Site

Pefiuelas, Puerto Rico

January 9, 2014

Sample Asbestos | Sensitivity * [ Concentration
Sample # Sample Area Area Surface Sample Location Sample Date | Time | Matrix | Collection | Collected By Analysis Sample Type | Asbestos Type | Structures | (str/cm?) (str/cm?)
P0014-WP02-01 Entrance Concrete Floor by Entrance 1/9/2014 13:45 | Wipe Grab Carlos Huertas | Asbestos - TEM | Field Sample Chrysotile 43 970 41,700
P0014-WP03-01 Near Window Wood Desk by Window 1/9/2014 13:47 | Wipe Grab Carlos Huertas | Asbestos - TEM | Field Sample Chrysotile 3 970 2,910
P0014-WP04-01 Dusty Area Metal Top of Refrigerator 1/9/2014 13:49 | Wipe Grab Carlos Huertas | Asbestos - TEM | Field Sample Chrysotile 9 970 8,730
P0014-WP05-01 Accessible to Children ‘Wood Desk 1/9/2014 13:51 | Wipe Grab Carlos Huertas | Asbestos - TEM | Field Sample Chrysotile 3 970 2,910
P0014-WP06-01 Accessible to Children Wood Cubby (Storage Area) 1/9/2014 13:53 | Wipe Grab Carlos Huertas | Asbestos - TEM | Field Sample Chrysotile 15 970 14,600

* Due to excessive particulate the analytical sensitivity of 260 str/cm? as required by the method was not reached.
TEM - Transmission Electron Microscopy
str/cm? - Structures per centimeter squared
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